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CERAMIC  F IBRE  BLANKET
192  kg/m 3 den s i t y,  AS TM  C892

CALC IUM S I L I CATE  BLOCK
ASTM  C533

MINERAL  F IBRE  BLOCK
ASTM  C612

MICROTHERM QU I L T
218  kg/m 3 den s i t y, ASTM C177

MICROTHERM BLOCK  &  MPS
320  kg/m 3 den s i t y, ISO 8302 and ASTM C177

PYROGEL  XT ,  X TF  AEROGEL  BLANKET
180  kg/m 3 den s i t y, ASTM C177 
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